SUPPORTING DOCUMENT NO. 4

ITEM 5

Storm Water Dem/Val at the NRRC

Metal Influent Effluent Detection limit,
' Concentration, mg/l - Concentration, mg/l mg/l

Aluminum 0.74 0.123 0.04

Cadmium - 0.026 ND 0.008

Chromium » ND ND 0.008

Copper 0.667 0.006

fron 0.145 0.088 0.008

Lead ND ND 0.014

Zinc 0.609 0.01

Test Results for Layers of Bone Char and FS-50




